
Ford EE 

 

This steel is virtually identical to AISI 1038.  

 

Carbon .35 - .40  

Manganese .70 - .90  

Silicon: .07 - .15  

Phosphorus .03 Max  

Sulphur .05 Max  

Iron Balance 

 

 

 

Ford AA  
 

This steel is similar to but not exactly AISI 5130. 

 

Carbon .26 - .30  

Manganese .65 - .80  

Chromium .80 - 1.00  

Silicon .10 - .20  

Phosphorus .03 Max.  

Sulphur .04 Max.  

Iron Balance 

 

 


